
Visual Appearance

3-5 Specifications for Visual Appearance

For both etched and Formed Foils, the appearance of one roll may be 
slightly different from another. Them may look different because of 
variances  in raw foil, production process, etc. The following minor 
defects shall not be reasons for rejection as long as they are proven not 
to be harmful electrically and/or mechanically to the capacitor:

1) Small speckles
2) Wrinkles and marks or visible corrections of them
3) Visible aluminum  hydroxide on foil surface
4) Small pin-holes
5) Variations of surface color

If you have any questions about your shipment of foil, please contact us 
based upon 6.4 Rejections and Claims.
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